DIPLOMA – IV SEMESTER

DSC8P-CONCRETE TECHNOLOGY AND SOIL MECHANICS

1.Deterninatioin of Grain size Distribution – Sieve Analysis

2.Sedimentation analysis by Hydrometer testing.

3.Determination of Atterberg’s Limit (i.e., Liquid Limit and Plastic Limit)

4.Unit Weight


-Specific Gravity


-Natural Moisture Content


-Bulk Dry Density

5.Shear strength


-Unconfined Compression


-Direct shear


-Triaxial Test


-Van Shear Test
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